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1.SAMPLE INFORMATION

Sample Name Garage Floor Tiles
Sample Model 400*400*18mm
Sample No. BJ-R221208104A-1#
Sample Size /

Weight Of Sample |/

Sample Quantity 1PC

Manufacturer /

Address /

Sample Source Commissioned units send sample
Inspection Type Commissioning test

Sample Description | Sample appearance is good

2.TEST INFORMATION

Test Items Received Date Date Of Test(s)
Load bearing test Dec.08,2022 Dec.09,2022
3.TEST RESULTS
Test Iltems Test Results

The sample can withstand 5T pressure without

Load bearing test damage.
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4.Load bearing test

4 1 Reference Standard

Test according to customer’s test requirements

4.2 Laboratory Environment
Ambient temperature:25+3°C
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Relative humidity:55+20%RH

4.3 Test Equipment
Test Equipment Equipment Model Calibration Date
Tensile testing machine BE-XL-5TS Apr 19,2022

4 4 Test Procedure
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sample photos
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Inspect after Inspect
A .
test during test
Take photos Test Report

4 5 Test Conditions

Test weight: 5 tons, positive pressure.

Start testing
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4.6 Test Photos
Before test
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After test
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Test curve
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Place for the testing:

RN F 2 X HITEr B i AeE Tk B #—#H.
1/F, Fengze Building B, The Second Industrial Park of Huafeng, Nanchang Road,
Hangcheng Street, Baoan District,Shenzhen.

2 A TE BTT s &2
This report is considered invalidated without the Special Seal for
Inspection of the BTT.

3 A M E TR IR
This report shall not be altered,added and deleted.

A AR SO SRR LB AR S A 45 SR 457

The results relate only to the items tested.

S5 A R R EABE R S8 .

This report shall not be published as advertisement without the approval of BTT.

6. 44 & WA MNBERIE T WS HM ], ARG R RBUAAR 2 = A .
The contents of this report are for internal reference of the commissioning party only.
The final interpretation right of this report belongs to BTT.

7T REZ BTT fhindthsl, A7 2 il il 4 & o
This report shall not be copied partly without the written approval of BTT.

B ARG A AV, HAKEIRE 10 RZHNERAFEKAR.
Please contact with us within 10 days after you received the report if you have any
questions with it.

9.BR2 R il B B I SRR B BB, BT A I AR R E S RO R i 2 AN A
B o
All expired samples which exceed standard time limited will not be remained,
unless clients have special declaration with payment.

10.BR% K5 ) FF B IR ST A S B, AR ORI ) BT 10 sk R AR A I O =4
All of the testing record would be kept for three years unless the customer declares and
pays administration fee in advance.

i 459 End of report***
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